
A148  FRAGMENT OF A GILT OBJECT G.R.

Idenficaon
Sample:
Card reference:
Origin:
Locaon:

Descripon
EEvidence of the original surface (epidermis) inside corrosion 
products.

Figure capons
A148.1
General view showing large voids and a high quanty of 
impuries in the metallic core, as well as the penetraon of 
corrosion.

A148.2A148.2
Detail showing remains of gilding at the original surface 
(epidermis) in the middle of corrosion products.

A148.3
SEM image confirming the presence of the gilding layer 
(white line).

A148
C9
Vienne
n/a
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A148.1
General view showing large voids and a high quanty of impuries in the metallic core, as well as the penetraon of corrosion.



A148.2
Detail showing remains of gilding at the original surface (epidermis) in the middle of corrosion products.



A148.3
SEM image confirming the presence of the gilding layer (white line).
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