
A90  SILVER BLANK CRUSHED

Idenficaon
Sample:
Card reference:
Origin:
Locaon:

Descripon
Blank crushed in the pBlank crushed in the press. Crystals can be seen within the 
deformaon lines of the metal.

Figure capons
A90.1
The dentric structure is parally recrystallized, due to some 
cold-work and annealing aer casng (etchant: aqueous FeCl3).
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A90.1
The dentric structure is parally recrystallized, due to some cold-work and annealing aer casng (etchant: aqueous FeCl3).
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